
Apr 01 Test area on Gate #1.  Aug 88 application of Plastic Flame Spray.

Aug 88 Plastic Flame Spray Test area May 90 Test area. Bare areas above waterline;
other areas mostly intact

Apr01.  Area above waterline completely bare.
Waterline area mostly bare.
Submerged area 30-80% bare.

Apr01 waterline area.


